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Abstract

A detailed study on the pressure and temperature effects on ternary Ni-based inter-metallic compounds Ni2XAl (X =Ti,
V, Zr, Nb, Hf and Ta) have been carried out using density functional theory. The calculated ground state properties
are in good agreement with experiments for all the investigated compounds. The band structures and Fermi surface
topology is found to be quite similar for all the compounds except for Ni2NbAl, where we find an extra band to
cross the Fermi level under compression resulting in a new electron pocket atX-point. Ni2NbAl is found to be a
superconductor with superconducting transition temperature of 3.1 K which agrees quite well with the experimental
value and the calculated Tc is found to vary non-monotonically under pressure. From thecalculated phonon dispersion
relation, we find all the investigated Ni-based Heusler compounds to be dynamically stable, until high pressure. The
ductile nature of these compounds is confirmed from the calculated Cauchy’s pressure, Pugh’s ratio and Poisson’s
ratio. In addition, the thermodynamic properties show Ni2TiAl to have lower specific heat and entropy but higher
internal energy and free energy among all the investigated compounds.

Keywords: Transition metal alloys and compounds, Electronic band structure, Phonons, Thermodynamic properties,
Electron-phonon interactions.

1. Introduction

Ternary intermetallic Heusler alloys Ni2XAl (X =Ti,
Zr, Hf, V, Nb, and Ta) with chemical formula A2YZ
crystallize in cubicL21- structure, where A and Y are
the transition metals and Z is a non-magnetic element5

[1]. Though the Heusler compounds are well known for
their ferromagnetic properties, it is interesting to note
the existence of paramagnetic compounds, one among
them is the above mentioned series Ni2XAl [2]. Ni 2TiAl
and many other Ni-based compounds have been ex-10

plored from various perspective, ever since it was found
that the high temperature creep resistance of NiAl could
be improved by Ti addition [3], which stabilized the
compounds in the Heusler type structure. The structural
properties of Ni2TiAl was further studied experimen-15

tally by Taylor and Floyd [4], using X-rays and electron
spectroscopy and Umakoshi et al. [5] further confirmed
Ni2TiAl to have small lattice mismatch with B2 phase
and found the same to possess good stability. This se-
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ries attracted further interest and a complete phase di-20

agram of Ni2TAl (T = Zr, Nb and Ta) was obtained
by Raman and Schubert [6]. Theoretical insight on the
above mentioned series was also provided by Lin and
Freeman [2] further substantiating the stability ofL21

structure of Ni2XAl (X = Zr, Nb and Ta). Further, Da25

Rocha et al. [7] have reported the specific heat and elec-
tronic structure of the above mentioned series. Heusler
alloys ever remain a perennial resource of compounds
with plethora of studies available explaining the trans-
port, electrical conductivity, magnetic and many other30

properties owned by them [8, 9, 10]. It is further in-
teresting to note that Ni2NbAl, one among Ni2XAl be-
ing studied, is reported to be a superconductor experi-
mentally with the transition temperature around 2.1 K
[11]. Though the binary Ni-based intermetallic com-35

pounds were primarily known for high temperature ap-
plications [12, 13, 14, 15, 16], ternary Ni-intermetallics
based on the L21 structure are found to possess various
properties such as superconductivity, magnetism, spin-
tronics [3, 17, 18, 19, 20, 21, 22, 23, 24] etc., and de-40

serves further investigation which form the main goal
of the present work. Our main objective is to explore
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this series for wide range of applications, for which
the electronic structure and the other related properties
have to be studied, which is taken up in the present45

work. Though electronic structures are available for
few of these compounds, we focus on the Fermi surface
topology, dynamical stability, mechanical and thermo-
dynamics properties of these compounds through com-
puter simulations. In addition, we have also studied the50

effect of pressure on the Fermi surface and thermody-
namic properties, as the Fermi surface topology change
can be related to the anomalies observed in the physi-
cal properties [25, 26, 27, 28, 29, 30]. Recently it was
shown that the Fermi surface topology change can be55

used to predict the trends in the superconducting transi-
tion temperature (Tc) [25, 26]. As Ni2NbAl is a super-
conductor, we have performed the Fermi surface studies
under pressure to predict the trend in the variation of Tc

under pressure.60

The organization of the paper is as follows. Section 2
given the computational details of the present work. The
results and discussions are presented in section 3 which
is again divided into five subsections. Ground state
properties and electronic structure properties are given65

in the first subsection. In this subsection we discuss the
band structure, density of states (DOS), Fermi surfaces
(FS) of all the compounds at ambient as well as under
compression. Elastic constants of all the compounds are
calculated using theoretical lattice constant and are dis-70

cussed in second subsection. Vibrational properties are
discussed in third subsection. The superconductivity of
Ni2NbAl is discussed in the fourth subsection. We have
discussed the thermodynamic properties in the last sub-
section. Finally conclusions are presented in section 4.75

2. Methodology

Two distinct density functional calculations have
been used in the present work to calculate the elec-
tronic structure and vibrational properties. The Full-
Potential Linearized Augmented Plane Wave (FP-80

LAPW) method as implemented in the WIEN2k [31,
32] code is used to calculate the electronic structure and
Fermi surface properties, and PBE-GGA [33] (Perdew-
Burke-Ernzerhof parametrization of the Generalized
Gradient Approximation) approximation has been used85

for the exchange correlation potential. Throughout the
calculations, the RMT (radius of muffin tin spheres)
value for each atom was fixed as 1.78 a.u for Ni
atom, 1.78 a.u for X (X=Ti, V, Zr, Nb, Hf and Ta)
atom and 1.67 a.u for Al atom. For the energy con-90

vergence, the criterion RMT *K max=9 was used, where
Kmax is the plane wave cut-off. The potential and

charge density were Fourier expanded up to Gmax=12
a.u−1. The valence states included in the calcula-
tions are Ni (3d8,4s2), Al (3s2,3p1), Ti (3d2,4s2), V95

(3d3,4s2), Zr (4d2,5s2), Nb (4d4,5s1), Hf (4f14,5d2,6s2),
Ta (4f14,5d3,6s2) and the remaining orbitals are treated
as core states. All the electronic properties like band
structure, density of states and Fermi surface are cal-
culated with 44× 44 × 44 k-mesh in the Monkhorst-100

Pack [34] scheme which gives 2168k-points in the ir-
reducible part of the Brillouin Zone (BZ) to ensure ac-
curate determination of the Fermi level. For the Bril-
louin zone integration we have used the tetrahedron
method[35]. Birch-Murnaghan [36] equation of state105

was used to fit the total energies as a function of prim-
itive cell volume to obtain the bulk modulus and the
equilibrium lattice parameter for all the investigated
compounds.

The thermodynamic properties are calculated using110

the Quasi-Harmonic Approximation as implemented in
the QUANTUM ESPRESSO [37] simulation package
with temperature ranging from 0 to 500 K. All the
phonon calculations are performed using the plane wave
self-consistent field (Pwscf) program based on ultra-115

soft pseudopotential [38]. These thermodynamic cal-
culations are carried out with the kinetic energy cut-
off of 42 Ry (ecutwfc) and the Gaussian broadening of
0.02 Ry (dgauss) and a 4× 4 × 4 uniform grid of q-
points are used for all the compounds. The exchange-120

correlation functional of PBE within the GGA is used
for the calculations. We have calculated the electron-
phonon coupling constantλep by using Eliashberg func-
tion for Ni2NbAl and with thisλep the Tc is calculated
using the Allen-Dynes formula [39]. The temperature125

dependent bulk modulus and linear expansion coeffi-
cient for all the compounds are also calculated using
GIBBS2 program [40].

3. Results and Discussions

3.1. Ground state and Electronic structure (Band struc-130

ture, Density of states and Fermi surface) proper-
ties

The basic ground state properties are calculated using
the Birch-Murnaghan equation of state and the results
are reported in Table I, along with the available experi-135

mental results. From the calculated values, we see that
the maximum error in the lattice parameter is 0.47% for
Ni2TiAl and the minimum error is 0.03% for Ni2VAl.

Electronic structure of all the investigated compounds
are studied at ambient as well as under compression.140

The semi-relativistic band structure of these compounds
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Table 1: The calculated theoretical lattice parameter (athe) compared with the experimental lattice parameter (aexp), bulk modulus (B), density of
states at the Fermi level (N(EF )) (states/eV/f.u.) and Somerfield coefficient (γ) (mJ/mol K2) of Ni2XAl (X =Ti, Zr, Hf, V, Nb, Ta).

Parameters Ti Zr Hf V Nb Ta
athe (Å) 5.90 6.13 6.10 5.80 5.99 5.98
aexp (Å) 5.87 [2] 6.12 [2] 6.08 [2] 5.80 [7] 5.97 [2] 5.96 [7]
B(GPa) 164 151 158 181 181 191

DOS N(EF) 3.50 3.25 2.81 3.51 2.27 2.13
γ 8.25 7.65 6.63 8.27 5.36 5.02

(a) (b) (c)

Figure 1: (color online) Band structure at ambient condition(at exper-
imental volume) for (a) Ni2TiAl (same for Ni2ZrAl and Ni2HfAl)(b)
Ni2VAl (c) Ni 2NbAl (same for Ni2TaAl).

are shown in Fig.1. We have also checked the effect of
Hubbard ’U’ and found no appreciable changes in the
band structure as these are metallic systems and are not
correlated. This is consistent with the recent studies on145

Heusler based compounds where the authors also con-
cluded the same [41]. The overall profile of all these
Ni2XAl compounds are the same, whereas the number
of bands crossing theEF is not the same for all the
compounds. For Ni2TiAl, Ni 2ZrAl and Ni2HfAl three150

bands cross theEF , two of them crossing at theL-point
from valence band to conduction band (Here the con-
duction bands refer to the bands above the Fermi level
and they are primarily X-derived states) and the third
band crosses theEF from conduction band to valence155

band atX-point (band structure of Ni2TiAl is shown in
Fig.1). For Ni2VAl, we observe two bands to cross the
Fermi level atX-point from conduction band to valence
band. For Ni2NbAl and Ni2TaAl compounds, we find
only one band to cross theEF from conduction band to160

valence band atX-point at ambient condition.
To analyze in detail, we have also calculated the den-

sity of states for all these compounds as shown in Fig.2
and it is evident that the contribution atEF is mainly

dominated by Ni-deg states with an admixture of X-dt2g165

and Al-p states. The states at nearly -6 eV is mainly
derived from the Al-s states. For all the compounds the
bonding and the anti-bonding regions are well separated
from the non-bonding region and our calculations agree
well with the earlier studies [2]. As we move to com-170

pounds containing V-B elements we could see the states
to shift belowEF due to band filling and is clearly evi-
dent from Fig.2. Apart from this, our calculated density
of states at the Fermi level show a decreasing trend as
we move from top to bottom of the periodic table.175

In addition, the Fermi surfaces of all the investigated
compounds at ambient conditions are shown in Fig.3,
for the corresponding band which crosses theEF as
shown in Fig.1. We observe the Fermi surface topology
to be quite similar for Ni2TiAl, Ni 2ZrAl and Ni2HfAl180

(FS for Ni2ZrAl and Ni2HfAl compounds are not dis-
played) indicating the dominating nature of the Ni-d
states with small contribution from X-d states atEF .
For Ni2TiAl, Ni 2ZrAl and Ni2HfAl compounds which
contain IV-B elements we find the Fermi surface to be185

of electron character atX-point and hole character at
L-point respectively and is also evident from the band
structure plot from Fig.1, whereas in Ni2VAl, Ni 2NbAl
and Ni2TaAl compounds which contain V-B elements,
we find the band to cross only atX-point resulting in190

the electron pocket at the same point. From Fig.3(d,e)
it is evident that Ni2VAl has two FS as a result of two
bands crossing theEF (see Fig.1(b)) and the remaining
two compounds Ni2NbAl, Ni2TaAl have only one FS,
due to a single band crossing theEF (see Fig.1(c)).195

We have also studied the band structure and Fermi
surface under compression. For all these compounds
under study, we observe the FS topology to remain un-
altered under compression with slight change in the size
of the electron or hole pocket, which might be due to the200

bands crossing the Fermi level being less dispersive at
the high symmetry points. Under compression an inter-
esting feature to note is that, we find an additional elec-
tron pocket to appear in Ni2NbAl at around V/V0=0.93
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(a) (b) (c)

(d) (e) (f)

Figure 2: (color online) Density of states at ambient (at experimental volume) for (a) Ni2TiAl (b) Ni 2ZrAl (c) Ni2HfAl (d) Ni 2VAl (e) Ni2NbAl (f)
Ni2TaAl compounds.
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(a) (b) (c)

(d) (e) (f)

Figure 3: (color online) Fermi surfaces of (a,b,c) Ni2TiAl (same for
Ni2ZrAl and Ni2HfAl), (d,e) Ni2VAl, (f) Ni 2NbAl (same for Ni2TaAl)
at experimental volume.

(a) (b) (c)

Figure 4: (color online) (a) Band structure under compression (at
V/V0 = 0.93, where V0 is the experimental volume) for Ni2NbAl
compound and the corresponding FS (b,c) at the same compression.

(pressure of 17 GPa) which is due to the band dropping205

down theEF at theX-point and is shown in Fig.4 (a)
and the corresponding Fermi surfaces are shown in the
Fig.4 (b,c).

3.2. Elastic constants

To account for the mechanical stability of all the in-210

vestigated compounds we have calculated the elastic
constants. All the above mentioned compounds crystal-
lize in the cubic structure and have three non-zero elas-
tic constantsC11, C12, C44. The calculated single crystal
elastic constants at equilibrium volume are given in Ta-215

ble II for all the compounds. The calculated elastic con-
stants of all the compounds satisfy the Born mechanical
stability criteria [42] i.e.C11 > 0, C44 > 0, C11 > C12,
andC11 + 2C12 > 0, which indicate these compounds
to be mechanically stable at ambient condition. From220

the single crystal elastic constants, we have calculated
the Young’s modulus E, Voigt-Reuss-Hill modulus GH

[43], Poisson’s ratioσ, Anisotropy factor A and are re-
ported in Table II. The relations betweenC11, C12, C44

and the above mentioned parameters can be found else-225

where [44, 45, 46, 47].
Debye temperature (ΘD) is one of the most impor-

tant parameter and it determines the thermal character-
istics of the materials. The Debye temperature can be
obtained from the mean sound velocity, which gives the230

explicit information about lattice vibration and can be
computed directly from the given relation.

ΘD =
h
k

[

3n
4π

(

ρNA

M

)

]1/3

vm (1)

where ’h’ is the Planck’s constant, ’k’ is the Boltz-
mann’s constant, ’NA’ is the Avogadro’s number, ’ρ’ is235

the density, ’M’ is the molecular weight, ’n’ is the num-
ber of atoms in the unit cell, and ’vm’ is the mean sound
velocity, which can be calculated by using the following
relation.

vm =
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(2)240

where ’vl’ and ’vt’ are the longitudinal and transverse
sound velocities obtained using the shear modulus GH

and the bulk modulus B.

vl =

√

(B + 4
3GH)

ρ
(3)

vt =

√

GH

ρ
(4)245
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Table 2: Calculated elastic constants and derived quantities for Ni2XAl (X =Ti, Zr, Hf, V, Nb, Ta) at the theoretical lattice constant.vl, vt, vm are
the longitudinal, transverse and mean sound velocities. (CP= Cauchy’s pressure)

Parameters Ti Zr Hf V Nb Ta
C11 (GPa) 223 217 211 200 212 229
C12 (GPa) 135 119 132 171 167 172
C44 (GPa) 104 81 90 109 98 109
E (GPa) 193 174 171 138 150 172

A 2.36 1.65 2.27 7.69 4.37 3.89
CP 30.18 37.41 41.64 62.33 68.26 63.01

Pugh’s ratio 0.45 0.44 0.41 0.28 0.30 0.33
σ 0.30 0.31 0.32 0.37 0.36 0.35

GH (GPa) 74.00 66.37 64.85 50.43 54.99 63.79
vl (km/s) 13.00 11.88 10.17 12.22 11.81 10.48
vt (km/s) 6.89 6.25 5.24 5.51 5.48 5.04
vm (km/s) 7.71 6.99 5.86 6.21 6.17 5.66
ΘD (K) 617.89 539.17 454.73 506.42 487.11 446.99

The calculated values for all the above defined pa-
rameters are given in Table II. From Table II, it is seen
that Ni2TiAl has higher Young’s modulus in compari-
son with other compounds which might imply Ni2TiAl
to be stiffer among the other compounds studied. The250

elastic anisotropy gives the possibility of inducing mi-
cro cracks in the materials [44] and the calculated value
of the elastic anisotropy of all the studied compounds
are given in the Table II.

The Cauchy’s pressure (C12 − C44) can be used to255

comment on the ductile or brittle nature of the com-
pounds. Here Cauchys pressure for all the compounds
is positive indicating the ductile nature. Pugh’s ratio
(GH

B ) [48] is another index for explaining the ductile and
brittle nature of the compounds. Larger and smaller val-260

ues of Pugh’s ratio indicate the brittle and ductile nature
of the material respectively. The critical number which
separates the ductile and brittle nature was reported to
be 0.57. This series of compounds have the Pugh’s ra-
tio values lesser than this critical number indicating the265

ductile nature. The Poisson’s [49] ratio indicate the sta-
bility of the crystal against shear and takes the values in
between -1 to 0.5, where -1 and 0.5 serve as lower and
upper bounds respectively. The lower bound is the one
where the materials does not change its shape and the270

upper bound is where the volume remains unchanged.
These compounds have the Poisson’s ratio values closer
to the upper limit indicating the stiffness of these com-
pounds. From the reported values as shown in Table
II, we could see the Poisson’s ratio to be higher for the275

compounds having IV-B group elements and lower for
compounds which have V-B group elements. The De-

bye temperature which is used to estimate the thermal
properties of material is also calculated with the help
of mean sound velocity. From Table 2, we find Debye280

temperature and mean sound velocities to decrease as
we move from top to bottom in the periodic table and
higher θD values indicate higher thermal conductivity
associated with these compounds.

3.3. Vibrational properties285

We have also calculated the phonon dispersion along
the high symmetry directions of the Brillouin zone
to find the dynamical stability of these compounds at
ambient as well as under compression along with the
phonon density of states and are shown in Fig.5. The290

unit cell of Ni2XAl contains four atoms, which gives
rise to 12 phonon branches in all, out of which three
are acoustical and nine are optical modes. However this
number is reduced in different directions due to degen-
eracy. The absence of imaginary frequency in all high295

symmetry direction for all the investigated compounds
confirm the dynamical stability at ambient as well as un-
der compression. The same stability was not found for
other Ni-based Heusler alloys, Ni2MnAl and Ni2MnGa
reported earlier due to the presence of the imaginary300

frequencies [50, 22]. We find all the phonon modes to
harden under compression as evident from the Fig.6 and
is further confirmed from the mode Grüneisen parame-
ters as reported in Table III, which is a most important
physical quantity, relating the volume variation with the305

phonon frequencies and is defined as

γi = ∂(lnωi)/∂(lnV) (5)

6



Table 3: Gr̈uneisen mode parameter at Gamma point for Ni2XAl
(X=Ti, Zr, Hf, V, Nb, Ta).

Mode Ti Zr Hf V Nb Ta
T2g 2.16 2.22 2.02 2.14 2.55 2.41
T1u 1.48 1.46 1.41 2.08 1.97 1.74
T1u 1.43 1.46 1.55 2.08 1.59 1.62

whereωi is the frequency of the specific mode andV is
the volume. These values again confirm the dynamical
stability of these studied compounds until high pressure,310

which is seen from the obtained positive slope for all
the modes. Again the hardening of phonon modes are
more pronounced for the compounds which have V-B
group elements than the compounds having IV-B group
elements. We observed that for all the compounds maxi-315

mum contribution at higher and lower frequency regions
is mainly from Al, Ni atoms respectively. In the mid-
dle frequency region for Ni2XAl (X = Ti, V, Zr, Nb)
compounds the maximum contribution is from X atom
and in the case of Ni2HfAl and Ni2TaAl, Ni atoms are320

found to contribute more in the same region. The vibra-
tional properties and mode Grüneisen parameter con-
firm the stability of these compounds till high pressure
and we proceed further to analyze the superconductivity
of Ni2NbAl.325

3.4. Superconductivity of Ni2NbAl

It is well known from the earlier studies that the FS
topology change under pressure can be related to many
other changes in the physical properties of the com-
pounds [25, 26, 27, 28, 29, 30]. Among all the above330

mentioned compounds Ni2NbAl is reported to be a su-
perconductor, with a superconducting transition temper-
ature (Tc) to be around 2.1 K. We have also calculated
Tc for Ni2NbAl and found the value to be around 3.1 K
with electron-phonon coupling constant (λep) to be 0.76335

andωln (logarithmically averaged phonon frequency) to
be 70.94 cm−1 using Allen-Dynes [39] formula as given
in equation (6) by considering the value ofµ∗ (Coulomb
pseudopotential), to be 0.15. Our calculated value ofλep

slightly overestimate the earlier reported experimental340

value of 0.52 [11].

T c =
ωln

1.2
exp(−

1.04(1+ λep)

λep − µ∗(1+ 0.62λep)
) (6)

and

λep =
N(ǫ f )〈I2〉

M〈ω2〉
(7)

(a) (b)

Figure 6: (color online) (a) Density of states at the Fermi level N(EF )
under compression (b) Eliasberg functionα2F(ω) and phonon-density
of states for Ni2NbAl compound.

Figure 7: (color online) Logarithmically averaged phonon frequency
(ωln), electron-phonon coupling constant (λep) and transition temper-
ature (Tc) for Ni2NbAl compound under compression.

where N(ǫ f ) = electron density of states,〈I2〉 = mean345

square of electron-ion interaction,M= atomic mass and
〈ω2〉 = average of square of phonon frequency.

As stated above, under compression, we find a new
electron pocket to appear in Ni2NbAl at around V/V0 =

0.93, which enable us to throw light on the prediction350

of Tc under pressure. From our earlier work on super-
conductors [25, 26], we could expect a non-monotonic
variation of density of states in the compounds, where
we observe a FS topology change, which prompt us
to search for the same in the present compound also355

and the density of states variation as a function of rela-
tive volume is shown in Fig.6(a) which presents a non-
monotonic trend. Apart from this we have also plotted
the Eliashberg function (α2F(ω)) in Fig.6(b), where we
find the Eliashberg function to be highest in the lower360

frequency region indicating Ni atom to contribute more
for Tc as evident from the partial phonon density of
states from the Fig.5(e). In addition we have also calcu-
lated the Tc under compression and find Tc to decrease
initially, followed by an increase in accordance with the365

electron phonon coupling constant as shown in Fig.7.
Apart from this we have also plotted the variation ofωln

as a function of pressure and findωln to increase initially
and then to decrease under pressure which according to
the formula (7), implies an inverse proportionality with370
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(a) (b) (c)

(d) (e) (f)

Figure 5: (color online) Phonon dispersion at ambient (solidline) and under compression (at V/V0 = 0.75, where V0 is the experimental volume)
(dotted line) along with phonon density of states (F(ω))(at ambient) for (a) Ni2TiAl (b) Ni 2ZrAl (c) Ni2HfAl (d) Ni 2VAl (e) Ni2NbAl (f) Ni 2TaAl.
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λep and it is shown in Fig.7. Further, the variation of Tc

under pressure, almost follows the same trend as that of
λep, which might enable us to predict that phonon con-
tribution may be dominant in this compound.

3.5. Thermodynamic properties375

To investigate the thermodynamic properties of
Ni2XAl, we have used quasi-harmonic approximation
as implemented in Quantum Espresso [37]. In this ap-
proximation Helmholtz free energy at a given volumeV
and temperatureT is given as380

F(V,T ) = U0(V) + Fvib(V,T ) (8)

WhereU0 is the the energy corresponding to zero tem-
perature, andFvib represents the vibrational contribution
and it can be written as

Fvib(V,T ) =
1
2

∑

n,q

~w(n, q)+KBT
∑

n,q

ln(1−e−~w(n,q)/KBT )(9)385

The frequency of thenth mode,w(n, q), depends on
the unit cell volume and the masses of the constituent
atoms. The calculated thermodynamic properties like
specific heat at constant volume (CV ), entropy (S ) and
internal energy (U) are shown in Fig.8,9.390

The temperature dependence of internal energy, vi-
brational free energy, entropy and heat capacity at con-
stant volume are shown in Fig.8 at ambient with tem-
perature ranging from 0 K to 500 K. We have observed
that the temperature variation of these thermodynamic395

functions exhibit almost a similar trend for all inves-
tigated compounds. The results of the internal energy
from Fig.8(a) suggest that, above 200 K, the total in-
ternal energies increase almost linearly with tempera-
ture for all the compounds. At high temperatures the400

internal energy tends to displaykBT behavior. Fig.8(b)
shows the variation of vibrational free energy as a func-
tion of temperature for the same compounds. Overall,
free energy profiles of all the studied compounds show
similar characteristics and the free energyF = U − TS ,405

whereU is internal energy andS is entropy, decreases
gradually with increasing temperature. This is because
of the fact that bothU andS increases with temperature
which lead to the decrease in free energy [52]. The free
energy and internal energy at zero Kelvin temperature410

represent the zero point motion of the compounds. The
calculated values of the free and internal energies for the
compounds are close to each other and Ni2TiAl have the
highest value and Ni2ZrAl have the lowest values at zero
point temperature. The free energy calculations indicate415

that Ni2TiAl is thermodynamically stable. The variation
of entropy with temperature for all these compounds in

the same temperature range is given in Fig.8(c). From
this figure we have observed that at 0 K the entropies
are zero for all compounds and the entropy change in-420

crease rapidly as temperature increases. At above 350
K the variation of entropy is small. This change in en-
tropy is due to the increase of the vibrational motion of
the atoms with temperature leading to the increase in
the internal energy of the system. From this figure we425

observe that Ni2TiAl have the minimum entropy values,
which indicate Ni2TiAl to be highly ordered in compari-
son with other compounds. The specific heat capacity is
a measure of how well the substance stores the heat. The
calculated specific heat as a function of temperature for430

all the investigated compounds are shown in Fig.8(d).
From this we can clearly see that at high temperatures
the specific heat at constant volume obeys Dulong Petit
limit, and at low temperatures it is proportional toT 3

law. At the intermediate temperatures, the temperature435

dependence of specific heat is governed by the details
of vibrations of the atoms. From this figure we have ob-
served that Ni2TiAl has the lowest value of specific heat
compared to other compounds.

To explore further we have also calculated the bulk440

modulus (B), which measures the resistance of the sub-
stance to uniform compression and linear thermal ex-
pansion (α) as a function of temperature. The calculated
temperature variation of bulk modulus (B) is given in
Fig.9(a). From the figure we can see the bulk modulus445

to decrease with increase in temperature for all the com-
pounds studied. The calculated values of linear thermal
expansion coefficient (α) as a function of temperature is
shown in Fig.9(b). From this figure, we observe that all
the compounds show positive thermal expansion coeffi-450

cient and at high temperatures, the compounds contain-
ing IV-B group elements possess higherα values than
the compounds containing V-B group elements. Among
all the compounds at high temperatures Ni2TiAl has the
highestα value whereas Ni2TaAl is found to have the455

lowestα value.

4. Conclusions

We have studied the electronic, mechanical, vibra-
tional, thermodynamical and Fermi surface properties
of all the investigated compounds using first principles460

calculations. The obtained structural parameters are in
good agreement with the experimental and other the-
oretical data at ambient condition. Under compres-
sion we find an extra band to cross theEF in the
case of Ni2NbAl resulting in a new electron pocket465

at X-point. Ni2NbAl is found to be a superconductor

9



(a) (b)

(c) (d)

Figure 8: (color online) Variation of thermodynamic properties with temperature at ambient (at V/V0 = 1.00, where V0 is the experimental volume)
(a) Internal energy (b) Vibrational free energy (c) Entropy(d) Specific heat.

(a) (b)

Figure 9: (color online) (a) Variation of bulk modulus with temperature (b) linear thermal expansion coefficient Ni2XAl (X =Ti, Zr, Hf, V, Nb, Ta)
as a function of temperature.
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with Tc around 3.1 K in good agreement with exper-
iment. A non-monotonic variation in the DOS is ob-
served in Ni2NbAl, which may further indicate a non-
monotonic variation of Tc under pressure, which is also470

observed from the present calculations. From elastic
constants and the related mechanical properties, we find
all the compounds to be ductile in nature with elastic
anisotropy. Apart from this, the mechanical and the dy-
namical stability of these compounds are verified from475

our calculated elastic constants and the phonon disper-
sion relation, respectively. The phonon hardening ob-
served in all the compounds under compression is also
confirmed from the calculated mode Grüneisen param-
eter. Among all the investigated compounds, Ni2TiAl480

has the lowest specific heat and entropy, and highest in-
ternal energy, vibrational free energy and linear thermal
expansion coefficient, which might enable Ni2TiAl to
find promising applications.
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